
 

GEBRUIK
FEP-beschermschermen worden gebruikt wanneer kijkglasplaten
aan sterke chemische belasting worden blootgesteld. Vooral bij
hoge pH-waarden, bijvoorbeeld bij loogoplossingen met een pH
van 14, zijn kijkglasplaten van natronkalkglas of borosilicaatglas
niet meer geschikt voor een veilige en duurzame werking. In
dergelijke gevallen wordt om veiligheids- en kostenredenen het
gebruik van FEP-beschermschermen aanbevolen.

Bedrijfsomstandigheden

TOEPASSINGSEIGENSCHAPPEN
FEP lijkt sterk op PTFE wat betreft zijn materiaaleigenschappen.
Het grootste verschil zit in de transparantie: FEP is – afhankelijk
van de dikte – doorzichtig tot melkachtig-blauw. Dankzij de goede
lichtdoorlaatbaarheid is het procesmedium daarachter goed te
herkennen. Door het gebruik van een FEP-beschermingsplaat
wordt de drukdragende kijkglasplaat betrouwbaar beschermd
tegen het agressieve procesmedium.

MATEN
Wij leveren FEP-beschermingsschijven passend bij onze
kijkglasarmaturen. Speciale vormen en afwijkende afmetingen zijn
op aanvraag verkrijgbaar. Indien voor uw toepassing een FEP-
beschermingsschijf vereist is, wijzen wij u er in onze offerte
doorgaans op.

Ronde standaard FEP-beschermingsschijven

Temperatuur tot 120°C

Druk afhankelijk van het toepassingsgebied

Bij de montage van FEP-beschermschermen können,
afhankelijk van de dikte, eventueel kleine
Lufteinschlüsse of luchtbellen ontstaan tussen de
kijkglasplaat en het FEP-beschermscherm. Deze
verdwijnen in de regel door de aanwezige werkdruk
onder procesomstandigheden.
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Diameter D Standaard materiaaldikte S

Ø 45 mm 1,5 mm

Ø 63 mm 1,5 mm

Ø 80 mm 1,5 mm

Ø 100 mm 1,5 mm

Ø 125 mm 1,5 mm

Ø 150 mm 1,5 mm

Ø 175 mm 1,5 mm

Ø 200 mm 1,5 mm

Ø 250 mm 1,5 mm
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TECHNISCHE INFORMATIE

Technische informatie

Elasticiteitsmodulus 30 N/mm²

Thermische geleidbaarheid bij 23 °C 0,25 W/(m·Kg)
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CHEMISCHE BESTENDIGHEID

Procesmedium
Bestendigheid

20°C 60°C 100°C

R = Bestendig / NR = Niet bestendig / ND = Nog geen test
uitgevoerd

CHEMISCHE BESTENDIGHEID

Procesmedium
Bestendigheid

20°C 60°C 100°C

R = Bestendig / NR = Niet bestendig / ND = Nog geen test
uitgevoerd

Acetaldehyde R R R

Acetic acid (10%) R R R

Acetic acid (glac./anh.) R R R

Acetic anhydride R R R

Aceto-acetic ester R R R

Acetone R R R

Other ketones R R R

Acetonitrile R R R

Acetylene R R R

Acetyl salicylic acid R R R

Acid fumes R R R

Alcohols R R R

Aliphatic esters R R R

Alkyl chlorides ND ND ND

Alum R R R

Aluminium chloride R R R

Aluminium sulphate R R R

Ammonia, anhydrous R R R

Ammonia, aqueous R R R

Ammonium chloride R R R

Amyl acetate R R R

Aniline R R R

Antimony trichloride ND ND ND

Aqua regia R R R

Aromatic solvents R R R

Ascorbic acid R R R

Beer R R R

Benzaldehyde R R R

Benzene R R R

Benzoic acid R R R

Benzoyl peroxide R R R

Boric acid R R R

Brines, saturated R R R

Bromide (K) solution R R R

Bromine R R R

Bromine liquid, tech. R R R

Bromine water, saturated aqueous R R R

Butyl acetate R R R

Calcium chloride R R R

Carbon disulphide R R R

Carbonic acid R R R

Carbon tetrachloride R R R

Caustic soda & potash R R R

Cellulose paint R R R

Chlorates of Na, K, Ba R R R

Chlorine, dry R R R

Chlorine, wet R R R

Chlorides of Na, K, Ba R R R

Chloroacetic acid R R R

Chlorobenzene R R R

Chloroform R R R

Chlorosulphonic acid R R R

Chromic acid (80%) R R R

Citric acid R R R

Copper salts (most) R R R

Cresylic acids (50%) R R R

Cyclohexane R R R

Detergents, synthetic R R R

Emulsifiers, concentrated R R R

Ether R R R

Fatty acids (>C6) R R R

Ferric chloride R R R

Ferrous sulphate R R R

Fluorinated refrigerants R R R

Fluorine, dry R R NR

Fluorine, wet ND ND ND

Fluorosilic acid ND ND ND

Formaldehyde (40%) R R R

Formic acid R R R

Fruit juices R R R

Gelatine R R R

Glycerine R R R

Glycols R R R

Glycol, ethylene R R R

Glycolic acid R R R
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CHEMISCHE BESTENDIGHEID

Procesmedium
Bestendigheid

20°C 60°C 100°C

R = Bestendig / NR = Niet bestendig / ND = Nog geen test
uitgevoerd

Hexamethylene diamine R R R

Hexamine R R R

Hydrazine R R R

Hydrobromic acid (50%) R R R

Hydrochloric acid (10%) R R R

Hydrochloric acid (conc.) R R R

Hydrocyanic acid R R R

Hydrofluoric acid (40%) R R R

Hydrofluoric acid (75%) R R R

Hydrogen peroxide (30%) R R R

Hydrogen peroxide (30 - 90%) R R R

Hydrogen sulphide R R R

Hypochlorites R R R

Hypochlorites (Na 12-14%) R R R

Iso-butyl-acetate R R R

Lactic acid (90%) R R R

Lead acetate R R R

Lead perchlorate ND ND ND

Lime (CaO) R R R

Maleic acid R R R

Manganate, potassium (K) R R R

Meat juices R R R

Mercuric chloride R R R

Mercury R R R

Methanol R R R

Methylene chloride R R R

Milk products R R R

Moist air R R R

Molasses R R R

Monoethanolamine R R NR

Naptha R R R

Napthalene R R R

Nickel salts R R R

Nitrates of Na, K and NH3 R R R

Nitric acid (<25%) R R R

Nitric acid (50%) R R R

Nitric acid (90%) R R R

Nitrite (Na) R R R

Nitrobenzene R R R

Oils, diesel R R R

Oils, essential R R R

Oils, lubricating + aromatic additives R R R

Oils, mineral R R R

Oils, vegetable and animal R R R

Oxalic acid R R R

Ozone R R R

Paraffin wax R R R

Perchloric acid R R R

Petroleum spirits R R ND

Phenol R R R

Phosphoric acid (20%) R R R

Phosphoric acid (50%) R R R

Phosphoric acid (95%) R R R

Phosphorous chlorides R R R

Phosphorous pentoxide ND ND ND

Phthalic acid R R R

Picric acid R R R

Pyridine R R R

Salicyl aldehyde R R R

Sea water R R R

Silicic acid R R R

Silicone fluids R R R

Silver nitrate R R R

Sodium carbonate R R R

Sodium peroxide R R R

Sodium silicate R R R

Sodium sulphide R R R

Stannic chloride R R R

Starch R R R

Sugar, syrups & jams R R R

Sulphamic acid ND ND ND

Sulphates (Na, K, Mg, Ca) R R R

Sulphites R R R

Sulphonic acids R R R

Sulphur R R R
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www.aci24.com +49 (0) 2461 91634 44

Königskamp 19 · 52428 Jülich · Duitsland

Sulphur R R R

Sulphur dioxide, dry R R R

Sulphur dioxide, wet R R R

Sulphur dioxide (96%) R R R

Sulphur trioxide R R R

Sulphuric acid (<50%) R R R

Sulphuric acid (70%) R R R

Sulphuric acid (95%) R R R

Sulphuric acid, fuming R R R

Sulphur chlorides R R R

Tallow R R R

Tannic acid (10%) R R R

Tartaric acid R R R

Trichlorethylene R R R

Urea (30%) R R R

Vinegar R R R

Water, distilled. R R R

Water, soft R R R

Water, hard R R R

Wetting agents (<5%) R R R

Yeast R R R

Zinc chloride R R R
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